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Kinetics of nickel particles nucleation and growth from the serine-containing electrolyte was studied by 

cyclic voltammetry and chronoamperometry. It was shown, that the initial stage of nickel electrodeposition 

onto a polycrystalline copper electrode conforms to instantaneous nucleation mechanism. Main parameters 

of nucleation process (diffusion coefficients, number of active sites, nucleation rate, formation work of criti-

cal cluster and its size) were calculated. Partial curves of nickel deposition and hydrogen evolution were 

obtained. 
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1. INTRODUCTION 
 

In electrodeposition processes, initial stages of new 

phase formation significantly influence the structure, 
physico-chemical and catalytic properties of the coat-

ing. It matters much to production of thin and ul-

trathin nickel films [1-3]. In [4] instantaneous nuclea-

tion with a 3D diffusion-controlled growth was deter-
mined by Scharifker–Hills’ theoretical model for the 

process of nickel electrocrystallization from dilute sim-

ple sulfate solutions. But in complex nickel solution 
data depend on many factors such as ligand’s nature, 

electrolyte composition, especially anions, influencing 

the overpotential due to both complexation and adsorp-
tion [1, 2, 5]. 

Complex nickel solutions containing nontoxic lig-

ands, for instance amino acids, are most promising. 

Their application allows to increase considerably labil-
ity of inner coordination sphere of complexes, to occur 

the process in media close to neutral [5-7]. Thus, the 

aim of this work is study of kinetics of nickel particles 
nucleation and growth from electrolyte containing 2-

amino-3-hydroxypropanoic acid (serine). 
 

2. EXPERIMENTAL 
 

Investigations were carried out in electrolyte con-

taining 0.08 mol/l NiCl2 and 0.20 mol/l serine (HSer) at 

pH 5.5. Solutions were prepared from chemically grade 
reagents, and doubly distilled water. Required pH was 

reached by adding 10% NaOH solution and controlled 

by an EV-74 universal ionometer (accuracy±0.05). 
Electrochemical studies were performed using IPC-

Compact potentiostatic complex in the standard three-

electrode cell with. Polycrystalline copper working 
electrode (S = 0.20 cm2) was use, silver-silver chloride 

reference electrode and platinum-gauze counter elec-

trode. All the potentials are given with respect to the 

standard hydrogen electrode. Before each experiment, 
the working electrode was subjected to standard me-

chanical treatment [3]. Cyclic voltammograms were 

obtained at scan rate v = 5∙10-3 V/s. Electrochemical 

deposition was performed using potentiostatic method 
during which the current transients were recorded. 

 

3. RESULTS AND DISCUSSION 
 

3.1 Thermodynamic analysis 
 

In aqueous solutions, besides  aquacomplexes 
2

2 6[ ( ) ]Ni H O  , the species with amino acid anions (Ser) 

also present, namely: 2 4[ ( ) Ser]Ni H O  , 

0
2 2 2[ ( ) Ser ]Ni H O , 3[ Ser ]Ni   [8]. Fraction of each of 

these complexes ( i )was calculated by means of ther-

modynamic analysis of ionic equilibriums occurring in 
the electrolyte under investigation. The analysis was 
carried out by standard procedure [9] using material 

balance equations with respect to nickel ions and lig-
ands, proton equilibrium and electro-neutrality condi-
tions. It was found that in the investigated solution, 
nickel ions mainly present as positive 

(
 2 4

Ni H O Ser
 
 
 

  0.525) and neutral 

(
 

0

2 22
Ni H O Ser


 
 

  0.373) serine complexes. Fraction of 

negatively charged complexesis negligible 

(
 3NiSer

    0.009). 

 

3.2 Voltammetric study 
 

Formation of metal particle is the result of parallel 
discharge of complex nickel ions onto electrode surface: 
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     , (3.1) 

 

where n = 0..3. Hydrogen evolution from hydronium ions 
or water molecules is concurrent reaction influencing the 
initial stages of new phase initiation. 

A voltammetric study was carried out to determine 
the potentials where the electrodeposit can be obtain in 

the electrolyte with serine. Cathodic voltammetric curve 
presented in Fig. 1 has a clearly pronounced peak A  
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(– 0.91 V) corresponding to the electroreduction of nick-
el ions. Further increase of cathodic current is observed 
due to the increasing contribution of hydrogen evolution 
reaction. During the backward potential scan, cathodic 
and anodic branches intersect at the potential -0.74 V 
(point B) indicating the transition from the mechanism 
of deposition without nucleation at low cathodic poten-

tials to the formation of new phase involving a nucle-
ating process [10, 11]. 

  

 
 

Fig. 1 – Voltammogram obtained on polycrystalline copper 

electrode from serine containing electrolyte (5 mV/s). 

 
3.3 Chronoamperometric study 

 

Current transients were obtained at given poten-

tials to evaluate the kinetics of nickel particles nuclea-

tion and growth. Fig. 2 shows a family of potentiostatic 

current-time transients. All curves are characterized by 

the presence of current maximum (im) corresponding to 

nickel electrodeposition. Amplitide of this maximum 

increases with increasing cathodic potential, and the 

corresponding time of this maximum (tm) decreases. The 

current then drops and the transient approaches that 

corresponding to linear diffusion to the total area of the 

copper electrode surface. It should be noticed that a 

large decaying current is also observed at the beginning 

of transients recorded at the potentials lower –1.09 V, 

due to the charging of double layer and possibly to ad-

sorption-desorption processes [12].  
 

 
 

Fig. 2 – Family of potentiostatic current-time transients 

obtained during the nickel electrodeposition onto polycrystal-

line copper electrode at different potentials, V: –0.89 (1); –

0.94 (2); –0.99 (3); –1.04 (4); –1.09 (5); –1.14 (6); –1.19 (7) 

The curves fit closely to the behavior described by 

models considering multiple nucleation and diffusion-

controlled growth of three dimensional nickel crystal-

lites.  

Shape of these transients doesn’t significantly 

change with increasing of the negative potentials. At 

more negative step potentials, maxima on the potenti-

ostatic curves are more pronounced. 
 

3.4 Calculation and analysis of the kinetic pa-

rameters of nickel nucleation process  
 

Current recorded during the potentiostatic nickel 
deposition is the total value (itotal) depending on the rate 

of two parallel processes. Therefore, the model proposed 
by authors [13] was used to describe current-time tran-
sients. The model allows to obtain partial curves of nick-
el deposition and hydrogen evolution by non-linear fit-
ting of the experimental data by Eq. (3.2). 
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where zHF is the molar charge transferred during the 
hydrogen evolution process, kH is the rate constant of 
the hydrogen evolution reaction, c0 is the bulk concen-
tration of the metal ion in the solution, ρ the density of 
the deposit, M its molar mass, N0, A, D are the number 

density of active sites for nucleation on the electrode 
surface, the rate of nucleation and the diffusion coeffi-
cient, respectively. 

 

 
 

Fig. 3 – Comparison between experimental transient (○) 

obtained during nickel deposition at E = –1.09 V and the 

theoretical current transient (―) after non-linear fitting of the 

experimental data by Eq. (3.2) With following parameters: 

P1
* = 3.44 mA cm-2, P2 = 2.27 s-1, P3 = 65.24 s-1, and 

P4 = 12.78 mA cm-2 s1/2. The individual contributions to the 

total current due to nucleation process (iNi) and to hydrogen 

evolution (iH) are also shown 
 

Fig. 3 shows a comparison of the experimental tran-
sient obtained during nickel electrodeposition onto poly-
crystalline copper electrode at E = –1.09 V and theoreti-
cal current transient after non-linear fitting of the 
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experimental data by Eq. (3.2) to. Parameters of nickel 
nucleation process such as А, N0, D, and kH were calcu-
lated from P1*, P2, P3, P4 parameters obtained by itera-
tive procedure. 

 

 
 

Fig. 4 – Rate constant of hydrogen evolution reaction (kH, ♦) 

and the number density of active sites for nucleation on the 

electrode surface (N0, □) as functions of potential 
 

It can be seen from Fig. 4 that kH and N0 values in-

crease with increasing cathodic potential. Average value 
of the nickel ion diffusion coefficient of (1.87±0.33)∙10-

6 cm2 s-1 was found as the result of calculation. 
The work of formation of the critical nucleus (∆G*) 

and its size (n*) were calculated from the slope of 
ln (Aexp(αzFЕ/RT)) vs. E-2  dependence (see Fig. 5 –
 inset) by the following equations [14, 15]:  
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with an nickel ion transfer coefficient α = 0.5. Fig. 5 
presents the dependence ∆G* on E-2. Obtained by the 
Eq. (3.4) the number of atoms in the critical nucleus is 
less than 1. The meaning of this result is that within 

the investigated potential range the thermodynamic 
barrier for nucleus formation is close to zero and only 
the kinetics determine the nucleation rate constant A 
on the polycrystalline copper surface. Thus, it appears 
that each nickel atom adsorbed on an active site is a 
stable ‘cluster’ which can grow irreversibly at the given 
potential [16]. 
 

 
 

Fig. 5 – ∆G* of formation of nickel nucleus as a function of E-2. 

Inset: in ln (Aexp(αzFЕ/RT)) vs. E-2 plots of nucleation rate con-

stants obtained from analysis of current transients with Eq. (3.2) 

On the basis of the values P1*, P2, P3, P4 obtained 
from the best-fit of the experimental data the partial 
currents of nickel deposition (iNi) and hydrogen evolu-
tion (iH) presented on Fig. 3 were estimated by follow-
ing equations: 

 

 
1 2

4
/( ) ( )Nii t P t t , (3.5) 

 

 1
*( ) ( )Nii t P t , (3.6) 

 

where     2 3 31 1( ) exp exp /t P t Pt P        
 is 

the fraction of the electrode surface covered by 2D dif-
fusion zones [13]. 

Partial curves of nickel deposition were compared 
with the theoretical expressions in normalized coordi-
nates for instantaneous (Eq. (3.7)) and progressive 

(Eq. (3.8) nucleation as limiting cases [12].  
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It is clear from Fig. 6 that the nickel deposition on 
the polycrystalline copper substrate from serine-
containing electrolyte follows closely the theoretical 
response for instantaneous nucleation at potentials 
under study. 

 

 
 

Fig. 6 – Comparison between the theoretical nondimensional 

plots for instantaneous (Eq. (3.7)) and progressive (Eq. (3.8)) 

nucleation and partial curves of nickel deposition at different 

potentials, V: –0.94 (∆); –1.09 (×); –1.19 (●) 
 

The average diffusion coefficient of Ni2+ species of 

(1.97±0.41)∙10-6 cm2 s-1 was also calculated from partial 
curves of nickel deposition by following equation [12]: 
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 (3.9) 

 

This value is close to that obtained by model [13]. 
For comparison, diffusion coefficient of nickel ions was 
estimated by Eq. (3.9) using total potentiostatic curves 
(Fig. 2). In this case the diffusion coefficient was over-
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stated and equal to (4.09±0.86)∙10-6 cm2 s-1 due to the 
presence of the side  hydrogen evolution reaction. 

 

4. CONCLUSION 
 

It was shown that the initial stage of nickel electro-

deposition onto a polycrystalline copper electrode from 

serine-containing electrolyte involves the process of 

instantaneous nucleation and growth of the stable 

nickel cluster under diffusion-controlled condition. 

Main characteristics of nickel nucleation such as the 

diffusion coefficient of Ni2+, number density of active 

sites for nucleation on the electrode surface, the rate of 

nucleation, the work of formation of the critical nucleus 

and its size were calculated. Contribution of hydrogen 

evolution reaction to the nickel electodeposition process 

was estimated. The partial curves of nickel deposition 

and hydrogen evolution were obtained. 
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